
 
 
 
 
 
 
 

Product                   :       RHOUSSOUL CLAY  
Batch No.                :       RC - 108 
Mfg. Date               :       September 2023 
Exp. Date                :      August 2028  
Date of Sampling  :      01/09/2023  

                 Reporting Date      :      09/09/2023 
 
 

CERTIFICATE OF ANALYSIS 

 
 

 

                             *This being a computer-generated document, does not require signature. 

**This Certificate of Analysis provides typical values for this product. A COA specific 
to your order will be included with your material shipment. 

 

S. 
NO 

TEST 
PERFORMED 

LIMIT RESULTS 

1 Appearance Reddish to brownish colored fine powder. Reddish 
Brown 

2 Odor Almost Odourless Complies 

3 pH 6.0 – 9.0 @ 200C 8.2 

4   Silica (SiO2)   55-61%  58.40% 

5 Alumina (Al2O3) <5.0% 2.05% 

6 Ferric Oxide (Fe2O3) <2.0% 1.70% 

7 Lime (CaO) <3.0% 2.4% 

8 Magnesia (MgO) <21.0% Complies 

9 Soda (Na2O) <0.25% Complies 

10 Potash (K20) <0.70% 0.34% 

11 Titania (TiO2) <0.20% 0.14% 

12 Heavy Metals <50ppm 30ppm 

REMARK— The above material passes as per in house standards. . 


